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MIRONCY, S.4.
o
FASE 1 I)"’ TREASURE ISLAND BIBLIOGRAPHIC REPORT AID 145 - 1

BOCK Call No.: TAA81.M52
Author: MIRONOV, S. A., Dr.«Eng. Sci., Laureate of the Stalin Prize
Full Title: THEORY AND METHODS OF WINTER CONCRETE WORK
Transliterated Title: Teor‘iia i metody zimnego betonirovaniya
Publishing Data )
Originating Agency: RNone
Publishing House: State Publishing House of fonstruction Literature
Date: 1950 No. pp.s 266 No. of coples: 5,000
Editorial Staff
Editor: Grigor'yev, P. N., Prof. Tech, Ed.: None
Editor-in-Chief: None Appraiger: None
Text Data
Coverage: The muthor describes basic theories for the hardening of the concrete
with and without additive solutions at different temperatures and also
the effect of early'freezing on concrete structure and strength.
Different additives for activation and acceleration of hardening were
studied and their effects on concrete strength analysed. Composition
of the concrete and working methods suitable for different winter
conditions are indicated. The various methods of heating of the con-
crete mold which are briefly outlined include: 1) "thermos" nmethod,
2) heating with steam pipes or electrodes embedded in the concrete mass,
3) heating with electric het;tera placed in the double wall of the form,
1/2
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KIRUKOV, S. 4., SIBEATSEV, G. N., BUZHIVI s, u. a.

Concrete Blocks

Verificat:'n of difrerent retrcis of making slay, ~eucrete, Strol, Prom., 20, Neo o, 1950
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MIRGKQV, S, a., Prof., Sidu., V., h., HLZHEVICE, G. A,

Precast Concrete Construction

"Concentrated" system of ste.ziny reinfcrced and siag concrete oh ects in tnue jiant, ostrod,.
prom,, 30, Bo, 7, 1l95Z.

Montily List of Russian Accessions, Library of Congress, Lctobder, 1v¢,, UHClALS1rlTil.
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9. Monthly List of Russian Accessions, Library of Congress, Hay 1953, Unclassified
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STOL'NIKOV, V.V. [author] MIROHOV §.A., professor, doktor tekhnicheskikh nauk
[reviewer].
v.v,

®pAir-entraining additives in concretes used in hydraulic engineering.”

d by S.A.Mironov. Gidr.stroi. 22 no.10:47-48 0 '57.
Stol'nikov. HNeviewe Yy (MLBA 5:10)

(Concrete)
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#IRQHQYHS‘.A._. professor, doktor takhnicheskikh nauk; MOSKVIHN, V.M., professor,

doktor tekhnicheskikh nauk.

Gidr.stroi., 22 no,11l:44-45
(MLBA 6:11)
(Concrate)

Results of the conference on concrete corrosion.
B-D 'S$1.
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Monthly List of Russian Accessions, Library of Congress,

cuns 1953, Unclassified.
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MCSKVIN, V.M., doktor tekhnicheskikh nsuk [author); MKIRONOV, 5.A., prefessor,
laureat Stalinskoy premii [reviewer].

"Corrosion of concrete.® V.M. Moskvin. Reviewed by S.a.Mironov. Stroi,

. 1 no.6:U5-U6 Je '5I. (MLt 5:7)
pron: 4w (Concrete) (Moskvin, V.M.)
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premii (reviever]: RALINOVSKIY, A.F.,

professor, laureat Stalinskoy

MIRONOV, S.A.
- l auﬁox‘“i .

*"Organization

S.A, Mironov.
(Eall

4 b
of construction laboratories.” A.?.Kalinovaku.( Revizs::;” vy
Stroi.prom. 31 no.10:47-48 0 'S53. WLBA

novekii, A.P.) (Building regearch)
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GERLIVANOV, N.A.,
B.G.Skramtaev,

*Building smaterials. .
S.A.Mironov,

G, G.¥udrov. Raviewsd bY
no.11:47-48 ¥ *53.
(Building mater iale
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¥.V.Stolnikov,
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oL' HIKOV, V.V.,
B.G., POPOV, H.A.,

Gerlivanov,
Stroi.prom. J1
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) (Skrnutuv.B.O.) (Popov.H.4.)
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VESELOV, V.2Z., inshener; WIRONOV, S.A., professor, doktor tekhnicheskikh
nauk, laureat Stalinskoy premii, redaktor; LOZBYAKOVA, Ye.S.,
vedushchiy redaktor; TROPIMOV, A.V., tekhnicheekiy redaktor

(s collection of summaries of ressarch papers of the All-Unlon
Scientifi ¢ Ressarch Institute for Petroleum Construction during
1953] Shornik aennotataii nauchno-iesledovatsl'skikh rabot VNIIStrol-
nefti za 1953 g. Soet. V.Z.Veselov. Pod red. S.A.Mironova. Moskva,
Gos. nauchno-tekhn, izd-vo meftianoi { gorno-toplivnol lit-ry,
1954, 47 p. (MLR 10:3)

1. Moscow. Vsesoyurnyy nauchno-issledovatel'skiy laatitut po
stroiteltstvu.

(Petroleum industry--Equipment and supplies)
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MIROHOV S.A., leureat Stalinskoy premii, doktor tekhnicheskikh nauk,
“professcy redaktor; IVANOV, O.M., kandidat tekhnicheskikh nauk, nauch-
nyy redaktor; ROSTOVISEVA, M.P., redaktor; SHOL'YAKOVA, H.V., tekhni-
cheskly redaktor.

[Handbook for a laboratory technician in building-laboratories]
Spravochnile laboranta postroechnyikh laboratorii. Pod red. Laureata
Stal inskol premii S.A.Mironova. Odobren Tekhnicheskim upravlenien
Ministerstva stroitel'stva SSSR 20 aprelia 1954 g. Moskva, Gos.
12d-vo 11t-ry po stroit. 1 arkhitekture, 1954. 424 p. (MLRA 7:12)

1. Moscow. TSentral'nyy nauchno-iesledovatel'skiy institut pro-
myshlennykh sooruzheniy.
(Building materials--Testing)
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N Fraet resletusca of conciets and ite Silere fof bydrotechuient

rm:«. "8, A. Muzowov. _Gidretedh, Steaitel,, 23 u_lu_a_&.ag

. (1084 Froxt rexistance experiments were carried ot over a 2.
1 yean period on concrete maile frocn different typex of ceutents g

" .oggregaies of dalomites, fimestunes, ‘and granite. . Spoelineny -
i were subfected o as meay us M0 frost-ahock egclen (leeeslng -

o 128y, froms. =<8° 40 —22°C.. followed hy thawing for 12 be, at

" +10to +20°C.). * Welght-<hrage meassceseaty were aleo made
.. before and alter staration with weter et after 36 to 800 cyclen. -

. dtant,” Appecioately the smes st o et I with

Mﬁmn«mé@vﬁﬂemhthdmhudm-?

L . pocmises Portland cements shawed comiderably fawer frong’

mﬁ(«arﬂnm&mmﬁlld«mwﬁabyume

© ! dag cement, The Portland cements ccatained 47 to 615 (cl.
' «khadllute and 6 o 8% trkalclom aluminate, B2.K. .
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BUDNIKOV, P.P,; BEREZHNOY, A.S.; BOTVINKIN, 0.K.; DAVYDOV, §.5..
GEVORKYaN, Kn.0.; GORYAYNOV, K.£.; KUPRIANOV, V.P..
KITAYGORUDSKIY, I.I.; KYKOLEV, V.G.: LaPIN, V.V.. LITVAEOVSY Y.
A.n.; MOSKVIN, V.M.; MIRUNOV, §.a.: MCHEDLOV. PETROSYaN, G.P.
PEVZNSR, R.L.; SKROMTAYEV B~o—v-yUng, V.N.; YUSHKEVICH, M.u.

academician D.S Belinnkin: obituary. Zhur.prikl.khim. 27 nn.1:
J-b Ja 54, (MLRA 7:3)
(deliankin, Dmitrit Stepanovich, 1976-1943)

CIA-RDP86-00513R001134!

APPROVED FOR RELEASE: Wednesday, June 21, 2000



"APPROVED

FOR RELEASE: Wednesday, June 21, 2000

) ; [ REEIRNY .

CIA-RDP86-00513R00113¢

MIRONOY, S.A., professor.

TR VAL

Results of the conferance on the use of fine sande in concrate and
mortars., Stroi.prom.32 no.):46 Mr 'S4, {MLRA 7:5)
(Concrete)(Sand) .
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MiRON OV 5.

AID P - 1103
Subject : USSR/Physics

card 1/1  Pub. 78 - 14 /21

Authors : _Mironov, S, A., Kuprianov, K. N. (deceased) and
- ‘--I -t

G

ov, V. 1.

Title : Improvements in anti-corrosion protection of underground
pipe lines

Periodical : Neft. khoz., wv. 32, o0, 70-73, 0 1954

Abstract ¢ Various anti-corrosion protective measures are described,

including the cathode method; coating by asphalt, plastic,

lass and fiberglass textiles; antiseptic gum; mastics
%anti-microorganisms and antl-rooting); hot coating; and
a few others,

Institution : None

Submitted ¢ No date

| |
APPROVED FOR RELEASE: Wednesday, June 21, 2000 CIA-RDP86-00513R001134!



"APPROVED FOR RELEASE: Wednesday, June 21, 2000 CIA-RDP86-00513R00113¢

MIROROV, S.A., professor, doktor tekhnicheskikh naunk, laureat Stalinskoy
pren!!; AROBELIDZE, G.A., kandidat tekhnicheskikh nauk

Technology of high-strangth rapid-hardening concrete. 3et, i zhel.-bet,
no.4:137-143 J1 '35, (MLRA B:9)
(Concrete) ) ‘
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MIRONOV, S.A., laureat Stalinskey premil doktor tekhnicheskikh nauk,
B professor; KRYLOV, A., inzhener,

Corresion of reinforcements in concrete having salt added. Bet.
i zhsl,-bet. no.B8:271-274 § '55. (MLBA 9:1)

(Reinforced concrete--Cerresion)
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MIRONOV, S.A., doktor tekhnicheskikh nauk, profesaor; ADOBKLIDZE, G.A.,

o~ i@t tekhnicheskikh nauk; SIZOV, V.N., kandidat tekhnicheekikh
nauk; PEVZHER, A.5., redsktor izdatel'stva; GUSEVA, S.S5., tekhni-
cheakiy redaktor

[ Instructions for steaming concrete and reinforced concrete alemants

in plants and yardse (I 206-55/MSPMERP)] Instruktsiia po propariva-
niiu hetonnykh i zhelezobetonnyih izdelil na gavodakh i poligonakh,

(I 206~55/USPMKhP) Moskva, Gos. izd-vo lit-ry po stroit, { erikhitekture,
1956, 17 p. (MLRA 10:1)

1, Russia (1923- U.S.S.R.) Ministeratvo stroitel'stva prdpriyatiy
metallurgicheskoy { khimicheskoy promyshlennostl. Tekhnicheskoye
upravleniye. 2., Laboratoriya betonov i vyazhushchikh TSentral'nogo
nsuchno~1iasledovatel!skoso instituta promyshlennykh sooruzheniy

(for Mironov, Arobslidze, Sizov)
(Concreta)
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LBYRIKH, V.B., kandidat tekhnichesicikh nauk; MIRQEQE, S.A., professor,
doktor tekhnichesk.kh nauk, redaktor; MARTYNOVA, H.P., vedushchiy
rednktor; POLOSINS., A.85., tekhnicheaskiy redaktor

(Provisional instructions for the selelction of concrete resistant
to aggreseive media] Vremeanaia instruktsiia po vyboru betonov,

atolkikh v agreasivnykh sredakh, Moskva, Gos. ..auchno-tekhn. izd-vo
neftianoi 1 gorno-toplivnol lit-ry, 1956, 49 p. (MLRA 9:11)

1. Moscow, Yaesoyuznyy nauchno-~issledovatel'skiy institut po
stroiteltstvu,

(Concrete)
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MIRONOV, S.A., doktor tekhnicheskikh nauk, professor
!.l.. kandidst tekhnicheskikh nauk
izdatel'stva; PRERSOR, M.H.

» redaktor; KRYLOV,
o rodaktor; BEOAK, B.A., redaktor
+ tekhaicheskiy redaktor

(Papers delivered at the Interna
Naterialy Mezhdunardonogo kongre

red, S5.A.Mironova { B.A.Krylova.
stroit, 1 arkhit., 1956. 125 p,

tional Congress on ¥inter Concreting) -
88a po timnemu betoniroveniiu, Pod
Koskve, Qos.i2d-vo lit-ry oo
(MLRA 10:7)

1. Symposium on Therory and Practice of Winter Concreting.
coponhl?en, 1956.

Concrete construction--Cold weather cond{tions)

—

. E . s R . :
I TTi. T AN SR R PR :
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KIRORO_V, Sreg_gg!_‘}@:oyevich. laureat Stalinskoy premii, professor, doktor
tekhnicheéekikh nauk; S0ROKEKR,V.I., doktor tekhnicheskikh nauk;
HEGAK,B.A., redaktor; volxov,v.s., tekhnicheskiy redaktor

[(Theory and methods of winter work with concrete] Teoriia 1§
metody zimnego betonirovanita, 2-e 1zd., dop. 1 perer. Moskva,
Gos.izd-vo lit-ry po stroitel'stwu { arkhitekture, 1956. 404 p,
(MLBA 9:4)
(Concrete conasruction--Cold weather conditions)
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USSR A hemical Technology. Chemical Products
and Their Application

Silicates. Glass. Ceramics. Blnders.
Abs Jour: Referat Zhur - Khimiya, No 9, 1957, 31657
Author : Mironov S. A.

Title : Effect of Temperature and Additives on Accelera-
tion of Hardening Processes of Concrete

Orig Pub: Tr. Soveshchaniya po khimll tsementa. M., Prom-
stroyizdat, 1956, 304-319

Abstract: 1In the case of steaming (S) at atmospheric pres-
sure 1t is best to use slag- and puzzuolanlic
portland cement. On normal hardening and on §
1t 1s advantageous to incorporate active, ground
mineral additives in an amount of 0.5-0.75% per
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USSR A hemical Technology. Chemical Products I-12

and Their Application
Silicates. Glass. Ceramics. Binders.

Abs Jour: Referat Zhur - Khimiya, No 9, 1957, 31657

each % of 3Ca0.S10a contained in the cement (C),
and 1-1.5% when autoclaving (A) 18 used. Strength
of concrete (Co) on normal hardening and on A
increases with increase 1in 3Ca0.810, content of
the C,but when A 1s used, only on replacement of
a portion of the C by ground quartz sand (50-
100% of the welght of C). On normal hardening

of Co the optimum content of gypsum hemihydrate -
In the C 1s 6-8%, on S 1t 1s 10-12% and on A
2-3%. In a number of instances when the C con-
tains larger amounts of CsA and Cy/AF 1t 18 de-
s8irable not only to have a higher content of
gypsum but also to add CaCl, which increases the

Card 2/

-
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USSR Ahemical Technology. Chemical Products
and Their Application

Silicates. Glass. Ceramics. Binders.

Abs Jour: Referat Zhur - Khimiya, No 9, 1957, 31657

early and the final strength of Co. With a low
value of CaCl additive a more intensive inter-
action of gypsum and CsA 18 attalned. Increased
fineness of C enhances effectiveness of the heat-
and-moisture treatment of Co, and also facilitates
of chemical and ground mineral add -
On S of Co use should be made of puzzuo-
portland cements having an increased con-
C3S and C3;A and an optimum content of
gypsum; on A and addition of ground sand 1t 1s
possible to use not only low-aluminate but also
high-aluminate alite and bellite C. The possi-
bility 18 pointed out of a "cold placing of con-
crete" which 1s particularly effective if the C

/™~ N
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USSR Ahemical Technology. Chemical Products
and Their Application

Silicates. Glass. Ceramics. Binders.

Abs Jour: Referat Zhur - Khimiya, No 9, 1957, 31657

contains a large amount of 3Ca0.S10 and on
combined addition of CaCl, and NaCl; the optimum
proportions of the salts varles from 2:1 to 1:1.
If CsA content exceeds 6% more NaCl must be added
and CaCl. content decreased in proportion.
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MIROKOV, S.A., professor.

International congresa on wiater concrete construction. Stroi.pred.neft,
prem. 1 no.2:30-31 Ap 'S6. (MIRA 9:9)
(Cepenhagen-~Concrete construction--Celd weather conditions)
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KlfOHOV. S.A., prof.; ANIKRYEVA, A.S.

."’[‘]'“ of small-grainad sands of the Tatar‘g'.,::gég.'%
concretes. Trudy Akad. '(lgz;rp:;:sl.‘;:tsand) .

{n mortares and
(MIRA 10;11)

Ryt P
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Ref Zhuerhimiya, No 3, 1957, 10715

Mironov, S, A. and Ponomarev, J. K.
Not ziven

Beton 1 zhelezobetny,, 1956, N, 7, 259-262

The authors dlscuss briefly the composition angd proper-
tles of various typesg or concrete used 1in radiatio;, shleld-
ing applications. Empirical formulas are glve: for the
“alculation or the half-thickness for gamma radiation 1ir.

various concretes as g function of the energy of radia-
tion.

| - -00513R001134.
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Author . MironoV SA.» Astrejeve oM. Malinins L.A.

Inst : e
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orig Pub ¢ Tgement, 1957, fo 2, 9-13
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e prof.s doktoT texhn.nsuk; BUZHK'ICH, Q.A.e kand.tekhn.nauk;
POFASYUZKE“OV. Ya.D.o inzh. . Prininall achastiye’ ELINZ0H, u.P..
kand.tekhn.nauk; SHTEYH, Ya.S. \cand.tekhn.nank KLIKOVA, G.Der
rod.1zd-v83 TEMKINA, Yo.beo vekhn.red.

[lnatmcuona for gelecting apixes and making knramzit concrete]
Ukazaniia PO podvory aostava 1 prigotovlenuu \;eranutobetonu.
Moskva, Gos.124-70 11t-ry PO atroltes arichite 1 atroit.mterialan.
1959. 30 p. (MIRA 1323)

1. Akademiya atrouel‘stva 1 arkhitektury SSSR. Institut petona 1
zhalesobetonds Perovo. 2 Chlen—korreupondent Akcndemil stroitel‘stva
i arkhi tektury sssR (for Wi ronov). Je Laboratoriy?® Jegkikh gapolni-
teley Vseeoynznogo nauchno—tsslodovatol'akogn qpetitute novykh atrol-~
tel'nykh materialo? (gor Xiinzon. Shteyn). L, Laborutoriya yachelstykh
1 1egkikh petonov 1 uskorenno&® tverdeniya pe tons Rauchno—laaledova-
tael' akogo 1nst1tuta betons 1 'melezobetona (for Buzhevlch. Ponasyu~
£hankov/e.
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AUTHORS : H&Ponox,_ﬁA_ﬁLlﬁDoctor of Technical Sciences, Professor,
Ganin, V. P., Engineer

TITLE: Electric heating of fast hardening concretes

PERIODICAL: Gidrotekhnicheskoye atroitel'stvo, no. 4, 1960, 26-31

TEXT : Tyges of concrete which are presently used have a density of over
400 kg/cm . A concrete with 470 kg/cm has been used for building the
Kuybyshevskaya ges (Kuybyshev GES). These types of concrete make it
possible to shorten the heat treatment, which is very important for
manufacturing monolithic concrete atructures during wintertimej e g., while
building the dam of the UPGS of t?e Kuybyshevgidrostroy in winter 1956 only
12% of a monthly output of 2000 m’ has been heated by steam, while
everything else was heated electrically. During 1957 till 1959 tne

authors studied the application of peripheric electric heating to solid
concrete structures during the setting time in winter. Climatic con-
ditions prevailing at the construction of the Bratskaya ges (Bratsk 5ES'
and the Krasnoyarskaya ges (Krasnoyarsk GES) have been taker .nto actourn’
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Strength increase and linear deformatisns of concrete during -
steaming. Bet. i zhel.-bet. 12.4:170-174 Ap '61.
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